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VETTE SHUN FU HARDWARE PRODUCTS CO., LTD.

ZHAD LIN INDUSTRIAL ZONE, XIE GANG TOWN,
DONGGUAN, GUANGOONG, CHINA

Report on the submitted sample said fo be ALUMINUM PRODUCT

Buyer P TAISOL

Sample Receving Date :MAR 31, 2005

Testing Perod +APR 01, 2005 TO APR 06, 2005

Test Requested 1) To delermine the Lead Content in the submitted sample.

2) To determing the Cadmium Content in the submitiod sampie.
' 31 To determing the Mercury Contenl in the submilted sample.
4) To determing the Hexavalent Chromium Content in the submilted sample.
5) Determination of PBBs (polybrominaled biphenyls), PBDEs (Polybrominated
diphanylathars ) in the submitied sample.

Tes! Method 1) Wih referonce to EPA Method 30508 1996 | other ecid digestion,
2) 'With reference to EN112Z: 2001 Method B |/ olher acid degestion
3) With reference to EPA Method 3052 1996 | other acid digestion
4)  With relerence to EPA Method 30604 1896 | aother wel digestion
Analysis was performed by Atomic Absorption Spectrometer (AAS), Inductively Coupled
Plasma Atomic Emission Speciromater (ICP-AES) and LUV-VI5 spactropholomalar
§5) With referance to SGS in-housa method. Analysis was performed by GC/MS

Test Regults Plaase refar to nexl page.
Signed for and on behall of
SGS-CSTC Lid.
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Tesl Results
Elemant Black colgred metal part
1) Lead (PD) 21 ppm
2} Cadmium (Cd) < 2 ppm
3) Mercury (Ha) <2 ppm
4} Hexavalent Chromium (Cr ™) < 2 ppm

Mota © - <= Lass than

- ppm = mglkg

- Results shown are of the lotal weight of dry samples

5) Content of PEBs (polybrominated hiphanyls), PBDEs (Polybrominated dipheniylethars)

| Flame Retardants | Black colored matal part T Detection Limit
| Polybrominated Biphenyls (PBBSs) ' - I - _I
| Monobromobiphenyl ___ND . 5 ppm _
| Debromobiphanid MO | 5 ppm
I_ITI'IIII’WHHN - ND 5 ppm all
_ Tetrabromobiphenyl N.D Sppm_ |
| Pentabromobipheny MD. 5 ppem
_Hexabromabipheny! = ND. 5 ppm
_Heplabromabiphenyt N ND. 5 ppm |
Octabromabipheny! N.D. Sppm |
Nonabramobipheny! N.D 3 ppm |
| Decabromabiphenyl = “ND_ 5 pom
Polybrominated Diphenylethers (PBDEs) . T _
‘Manobromodiphenyl ether . ND 5 ppm _
Dibromodphenylether 0. 0 MD ' Sppm |
' Tribromodiphenyl ether ND 5 ppm
Tetrabromodiphenyl atfer ND. 5 ppm B
Pentabromodipheny ether I . 7 * S— _5 ppm
Hexabromodipheny! athar ND. 5 pprm .
Heptabromodiphanyl ethar ND S ppm |
' Octabromodipheny| ether —l ND. | Sppm |
| Nonabromaodiphenyl afher ND. _Sppm
| Decabromodiphenyl ether ND & ppen

Mots : - MO, = Not Delecied

- Mol dotected is lower than detection mil value

=== End of Repoft **°
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